Tate Access Floors, Inc.



Finishes

Finish the surface of floor panels with Tate Hardwood tile consisting of 3.4mm natural hardwood bonded to 11mm wood backer. Backer to be made from compressed vertical plies of rapidly renewable plantation Albasia. Sides of the hardwood are to be square with a beveled top edge. Top surface and sides of hardwood to be finished with an eco certified high solids botanical oil. Color and pattern shall be selected from manufacturer’s standard offerings.  All areas to be furnished with laminated floor panels must be maintained at ambient temperature between 60( to 80( F and at humidity level between 45% to 60% relative and shall remain within these ranges through installation and occupancy.  
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